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SRI LANKA STANDARD SPECIFICATION FOR CONCRETE PAVING BLOCKS PART 2: TEST METHODS

This Conigendum is to be read with the original Standard.

Clause 6.2 Procedure
Delete'N/mm min' and substitute'N/ (mm2. min)'
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