
Import Inspection Scheme 

Lead Time for the decision after Sampling 
 

MATERIAL LABORATORY 

 
 

Item  
No. 

 
(1) 

 
Product / Item 

 
(2) 

 
Reference Standard 
 

(3) 

 
 

Test parameters 
 

(4) 

Lead Time for the 
decision -after 

sampling 
(concerning a single 

sample) 
 

(No of Working 
day/s) 

 
(5) 

 

1 
Cement (OPC, BHC, PPC, PLC, 

PCC) 

SLS 107, SLS 1247, 

SLS 1253, SLS 

1697 

All parameters 

except chemical test 
32 

2 Cement Blocks SLS 855 All parameters  32 

  

Ceramic tiles SLS 1181 

All parameters 

except resistance to 

crazing 

23 

3 Spot tests 9 

  Surface Quality 4 

4 Concrete paving blocks SLS 1425 Part 1 All parameters except 

slip resistance 

16 

  

5 Gas (LPG) Container (refillable) SLS 1178 

Spot test 7 

All parameters 

except Hydraulic 

pressure 

9 

6 Fence Fabrics SLS 1148 All parameters  9 

7 Motorcycle and Scooter Tyres SLS 890 Spot tests 5 

8 Polyethylene water pipes SLS 1498 
All parameters  23 

9 Polyethylene water fittings SLS 1499 

10 
Protective Helmets For Vehicle 

Users 
SLS 517 

All parameters  23 

Spot tests 9 

11 
uPVC pipes for 

Water/Drainage/Sewerage under 

pressure 

SLS 147 All parameters  23 

12 
uPVC pipes non pressure 

underground drainage & sewerage 
SLS 1286 All parameters  23 

13 
PVC-U pipe sockets & fittings - 

Fittings for water supply and for 

buried and above ground drainage 

and sewerage under pressure 

SLS 659 All parameters  23 



14 
PVC-U pipe fittings - soil and waste 

discharge (Inside Building) low and 

high temperature 

SLS 1325 : 2007 All parameters  23 

15 Safety Matches in boxes SLS 11 All parameters 9 
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16 
Mild steel wire for general 

engineering purposes (Galvanized) -  

GI wire 

SLS 139 All parameters 5 

17 Toothbrushes SLS 276 All parameters 9 

18 Plain steel bars SLS 26 All parameters 5 

19 GI pipes SLS 829 
Spot test 4 

All parameters 5 

20 Ribbed Steel Bars SLS 375 
All parameters 

Except bend test 
7 

21 Clay Roofing Tiles SLS 2 All parameters 16 

23 Concrete Non-Pressure Pipes SLS 452 All parameters 16 

24 Asbestos Cement Flat  sheet SLS 09-Part 1 All parameters 16 

25 
Asbestos Cement Corrugated  
sheet SLS 09-Part 2 

All parameters 16 

26 Leaf springs for automobile 
suspensions 

SLS 639 All parameters 16 

27 Round steel bars SLS 949-Part 1 
All parameters except 

bend and impact test 
9 

28 Steel Section (U, L & T ) SLS 907 (Part 3, 
Part 4 & Part 5) 

All parameters except 

bend and impact test 
16 

29 Cable trunking SLS 1206 
All parameters except 

electrical test 
23 
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